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LAMPIRAN 

1. Data Assay (Ni dalam %) 

BHID Fr. To Total Ni BHID Fr. To Total Ni 

 S2 0 1 0.43  Q1 9 10 1.74 

 S2 1 2 0.91  Q1 10 11 1.32 

 S2 2 3 0.67  Q1 11 12 1.91 

 S2 3 4 0.58  Q1 12 13 1.41 

 S2 4 5 0.74  Q1 13 14 1.69 

 S2 5 6 1.02  Q1 14 15 1.86 

 S2 6 7 1.85  Q1 15 16 1.82 

 S2 7 8 1.84  Q1 16 17 1.92 

 S2 8 9 1.99  Q1 17 18 1.83 

 S2 9 10 1.83  Q1 18 19 1.93 

 S2 10 11 1.34  Q1 19 20 1.84 

 S2 11 12 1.36  Q1 20 21 0.97 

 S2 12 13 1.76  Q1 21 22 1.15 

 S2 13 14 1.89  Q1 22 23 1.06 

 S2 14 15 1.84  Q1 23 24 0.97 

 S2 15 16 1.85  Q1 24 25 0.88 

 S2 16 17 1.43  Q1 25 26 0.79 

 S2 17 18 1.91  U1 0 1 0.86 

 S2 18 19 2.02  U1 1 2 0.58 

 S2 19 20 1.85  U1 2 3 1.07 

 S2 20 21 1.82  U1 3 4 1.06 

 S2 21 22 1.24  U1 4 5 1.93 

 S2 22 23 1.15  U1 5 6 1.88 

 S2 23 24 1.06  U1 6 7 1.23 

 S2 24 25 0.97  U1 7 8 1.17 

 S2 25 26 0.9  U1 8 9 1.12 

 Q1 0 1 0.98  U1 9 10 1.54 

 Q1 1 2 0.64  U1 10 11 1.82 

 Q1 2 3 1.13  U1 11 12 1.85 

 Q1 3 4 1.54  U1 12 13 1.81 

 Q1 4 5 1.11  U1 13 14 1.86 

 Q1 5 6 1.98  U1 14 15 1.83 

 Q1 6 7 1.86  U1 15 16 1.91 

 Q1 7 8 1.84  U1 16 17 1.81 

 Q1 8 9 1.88  U1 17 18 1.53 

 

 



48 

 

BHID Fr. To Total Ni BHID Fr. To Total Ni 

 U1 18 19 1.25  T1 3 4 0.93 

 U1 19 20 0.97  T1 4 5 1.83 

 R2 0 1 1.01  T1 5 6 1.85 

 R2 1 2 0.65  T1 6 7 1.82 

 R2 2 3 0.72  T1 7 8 1.96 

 R2 3 4 1.54  T1 8 9 1.63 

 R2 4 5 1.95  T1 9 10 1.54 

 R2 5 6 1.82  T1 10 11 1.88 

 R2 6 7 1.85  T1 11 12 1.87 

 R2 7 8 1.89  T1 12 13 1.72 

 R2 8 9 1.31  T1 13 14 1.43 

 R2 9 10 1.84  T1 14 15 1.82 

 R2 10 11 1.87  T1 15 16 1.81 

 R2 11 12 1.73  T1 16 17 1.91 

 R2 12 13 1.7  T1 17 18 1.82 

 R2 13 14 1.67  T1 18 19 1.73 

 R2 14 15 1.86  T1 19 20 1.64 

 R2 15 16 1.54  T1 20 21 1.55 

 R2 16 17 1.63  T1 21 22 1.46 

 R2 17 18 1.87  T1 22 23 1.37 

 R2 18 19 1.93  U3 0 1 1.02 

 R2 19 20 1.84  U3 1 2 1.13 

 R2 20 21 1.85  U3 2 3 0.97 

 R2 21 22 1.53  U3 3 4 1.72 

 R2 22 23 1.56  U3 4 5 1.87 

 R2 23 24 1.44  U3 5 6 1.82 

 R2 24 25 1.45  U3 6 7 1.85 

 R2 25 26 1.39  U3 7 8 1.88 

 R2 26 27 1.38  U3 8 9 1.65 

 R2 27 28 1.35  U3 9 10 1.86 

 R2 28 29 1.33  U3 10 11 1.53 

 R2 29 30 1.3  U3 11 12 1.75 

 T1 0 1 0.77  U3 12 13 1.36 

 T1 1 2 0.86  U3 13 14 1.95 

 T1 2 3 0.58  U3 14 15 1.87 
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BHID Fr. To Total Ni BHID Fr. To Total Ni 

 U3 15 16 1.83  R1 4 5 1.02 

 U3 16 17 1.21  R1 5 6 1.79 

 U3 17 18 0.59  R1 6 7 1.98 

 T2 0 1 0.71  R1 7 8 1.83 

 T2 1 2 0.99  R1 8 9 1.34 

 T2 2 3 1.14  R1 9 10 1.41 

 T2 3 4 1.43  R1 10 11 1.56 

 T2 4 5 1.92  R1 11 12 1.81 

 T2 5 6 1.82  R1 12 13 1.86 

 T2 6 7 1.84  R1 13 14 1.88 

 T2 7 8 1.88  R1 14 15 1.65 

 T2 8 9 1.89  R1 15 16 1.42 

 T2 9 10 1.64  R1 16 17 1.19 

 T2 10 11 1.81  R1 17 18 0.96 

 T2 11 12 1.82  P1 0 1 0.56 

 T2 12 13 1.89  P1 1 2 0.75 

 T2 13 14 1.12  P1 2 3 0.81 

 T2 14 15 1.23  P1 3 4 1.62 

 T2 15 16 1.36  P1 4 5 1.87 

 T2 16 17 1.84  P1 5 6 1.84 

 T2 17 18 1.86  P1 6 7 1.97 

 T2 18 19 1.85  P1 7 8 1.91 

 T2 19 20 1.84  P1 8 9 1.84 

 T2 20 21 1.77  P1 9 10 1.56 

 T2 21 22 1.41  P1 10 11 1.73 

 T2 22 23 1.13  P1 11 12 1.82 

 T2 23 24 1.43  P1 12 13 1.85 

 T2 24 25 1.7  P1 13 14 2.05 

 T2 25 26 1.3  P1 14 15 2.31 

 T2 26 27 1.06  P1 15 16 1.76 

 T2 27 28 0.83  P1 16 17 1.84 

 R1 0 1 0.41  P1 17 18 1.91 

 R1 1 2 0.45  P1 18 19 1.73 

 R1 2 3 0.91  P1 19 20 0.89 

 R1 3 4 0.86  P1 20 21 1.06 
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BHID Fr. To Total Ni BHID Fr. To Total Ni 

 P1 21 22 0.95  S1 13 14 1.98 

 P1 22 23 0.84  S1 14 15 1.82 

 P1 23 24 0.73  S1 15 16 1.43 

 U2 0 1 1.04  S1 16 17 1.99 

 U2 1 2 1.12  S1 17 18 1.84 

 U2 2 3 1.87  S1 18 19 1.25 

 U2 3 4 1.42  S1 19 20 1.85 

 U2 4 5 1.82  S1 20 21 1.43 

 U2 5 6 1.94  S1 21 22 1.01 

 U2 6 7 1.86  S1 22 23 0.59 

 U2 7 8 1.9  S1 23 24 0.97 

 U2 8 9 1.82  S1 24 25 0.75 

 U2 9 10 1.43  S4 0 1 0.56 

 U2 10 11 1.69  S4 1 2 0.76 

 U2 11 12 1.53  S4 2 3 0.98 

 U2 12 13 1.78  S4 3 4 1.29 

 U2 13 14 1.86  S4 4 5 1.84 

 U2 14 15 1.81  S4 5 6 1.88 

 U2 15 16 1.83  S4 6 7 1.89 

 U2 16 17 1.82  S4 7 8 2.01 

 U2 17 18 1.41  S4 8 9 1.66 

 U2 18 19 1.37  S4 9 10 1.67 

 S1 0 1 0.89  S4 10 11 1.78 

 S1 1 2 0.61  S4 11 12 1.52 

 S1 2 3 1.04  S4 12 13 1.43 

 S1 3 4 1.32  S4 13 14 1.69 

 S1 4 5 1.87  S4 14 15 1.86 

 S1 5 6 1.82  S4 15 16 1.87 

 S1 6 7 1.81  S4 16 17 1.78 

 S1 7 8 1.83  S4 17 18 1.82 

 S1 8 9 1.52  S4 18 19 1.81 

 S1 9 10 1.41  S3 0 1 0.43 

 S1 10 11 1.69  S3 1 2 0.64 

 S1 11 12 1.53  S3 2 3 0.87 

 S1 12 13 1.78  S3 3 4 0.76 
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BHID Fr. To Total Ni BHID Fr. To Total Ni 

 S3 4 5 1.01  R3 13 14 1.41 

 S3 5 6 1.98  R3 14 15 1.85 

 S3 6 7 1.63  R3 15 16 1.84 

 S3 7 8 1.82  R3 16 17 1.83 

 S3 8 9 1.85  R3 17 18 1.42 

 S3 9 10 1.86  R3 18 19 1.81 

 S3 10 11 1.63  R3 19 20 1.12 

 S3 11 12 1.41  R3 20 21 1.37 

 S3 12 13 1.75  R3 21 22 1.62 

 S3 13 14 1.44  R3 22 23 1.27 

 S3 14 15 1.56  Q3 0 1 0.98 

 S3 15 16 1.81  Q3 1 2 1.03 

 S3 16 17 1.85  Q3 2 3 1.11 

 S3 17 18 1.45  Q3 3 4 1.45 

 S3 18 19 1.44  Q3 4 5 1.86 

 S3 19 20 1.85  Q3 5 6 1.83 

 S3 20 21 1.82  Q3 6 7 1.88 

 S3 21 22 1.51  Q3 7 8 1.81 

 S3 22 23 1.62  Q3 8 9 2.04 

 S3 23 24 1.42  Q3 9 10 1.85 

 S3 24 25 1.39  Q3 10 11 1.94 

 S3 25 26 1.33  Q3 11 12 1.56 

 R3 0 1 0.39  Q3 12 13 1.21 

 R3 1 2 0.41  Q3 13 14 1.31 

 R3 2 3 0.98  Q3 14 15 1.92 

 R3 3 4 1.03  Q3 15 16 1.88 

 R3 4 5 1.92  Q3 16 17 1.89 

 R3 5 6 1.85  Q3 17 18 1.84 

 R3 6 7 1.84  Q3 18 19 1.21 

 R3 7 8 1.96  Q3 19 20 1.19 

 R3 8 9 1.21  Q2 0 1 0.56 

 R3 9 10 1.91  Q2 1 2 0.75 

 R3 10 11 1.85  Q2 2 3 0.81 

 R3 11 12 1.56  Q2 3 4 1.82 

 R3 12 13 1.63  Q2 4 5 1.67 
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BHID Fr. To Total Ni 

 Q2 5 6 1.83 

 Q2 6 7 1.84 

 Q2 7 8 1.54 

 Q2 8 9 1.83 

 Q2 9 10 1.98 

 Q2 10 11 1.86 

 Q2 11 12 1.95 

 Q2 12 13 1.74 

 Q2 13 14 1.21 

 Q2 14 15 1.19 

 Q2 15 16 0.93 

 Q2 16 17 0.67 

 Q2 17 18 0.41 

 P2 0 1 0.66 

 P2 1 2 0.76 

 P2 2 3 1.69 

 P2 3 4 1.23 

 P2 4 5 1.84 

 P2 5 6 1.86 

 P2 6 7 1.81 

 P2 7 8 1.11 

 P2 8 9 1.45 

 P2 9 10 1.86 

 P2 10 11 1.63 

 P2 11 12 1.41 

 P2 12 13 1.85 

 P2 13 14 1.89 

 P2 14 15 1.82 

 P2 15 16 1.82 

 P2 16 17 1.84 

 P2 17 18 1.83 

 P2 18 19 1.12 

 P2 19 20 1.24 

 P2 20 21 1.36 

 P2 21 22 1.48 
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2. Data Collar 

BHID X Y Z DEPTH 

 S2 411984 9606249 45 26 

 Q1 411787 9606341 47 26 

 U1 412187 9606349 37 20 

 R2 411884 9606244 55 30 

 T1 412085 9606340 33 23 

 U3 412180 9606152 38 18 

 T2 412082 9606251 49 28 

 R1 411862 9606335 43 18 

 P1 411685 9606354 60 24 

 U2 412186 9606251 35 19 

 S1 411998 9606351 45 22 

 S4 412081 9606156 39 21 

S3 411983 9606154 36 26 

R3 411885 9606155 46 23 

Q3 411788 9606157 60 20 

Q2 411788 9606253 49 18 

P2 411683 9606252 49 23 

 

3. Data Survey 

 

 

 

 

 

 

 

 

BHID DEPTH AZIMUTH DIP 

 S2 26 0 -90

 Q1 26 0 -90

 U1 20 0 -90

 R2 30 0 -90

 T1 23 0 -90

 U3 18 0 -90

 T2 28 0 -90

 R1 18 0 -90

 P1 24 0 -90

 U2 19 0 -90

 S1 22 0 -90

 S4 21 0 -90

S3 26 0 -90

R3 23 0 -90

Q3 20 0 -90

Q2 18 0 -90

P2 23 0 -90
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4. Data Litologi 

BHID Fr. To LITOLOGI BHID Fr. To LITOLOGI 

 S2 0 1 Limonite  Q1 9 10 Limonite 

 S2 1 2 Limonite  Q1 10 11 Limonite 

 S2 2 3 Limonite  Q1 11 12 Limonite 

 S2 3 4 Limonite  Q1 12 13 Limonite 

 S2 4 5 Limonite  Q1 13 14 Limonite 

 S2 5 6 Limonite  Q1 14 15 Limonite 

 S2 6 7 Limonite  Q1 15 16 Limonite 

 S2 7 8 Limonite  Q1 16 17 Limonite 

 S2 8 9 Limonite  Q1 17 18 Limonite 

 S2 9 10 Limonite  Q1 18 19 Saprolite 

 S2 10 11 Limonite  Q1 19 20 Saprolite 

 S2 11 12 Limonite  Q1 20 21 Saprolite 

 S2 12 13 Limonite  Q1 21 22 Saprolite 

 S2 13 14 Limonite  Q1 22 23 Saprolite 

 S2 14 15 Limonite  Q1 23 24 Bedrock 

 S2 15 16 Limonite  Q1 24 25 Bedrock 

 S2 16 17 Limonite  Q1 22 23 Bedrock 

 S2 17 18 Limonite  U1 0 1 Limonite 

 S2 18 19 Saprolite  U1 1 2 Limonite 

 S2 19 20 Saprolite  U1 2 3 Limonite 

 S2 20 21 Saprolite  U1 3 4 Limonite 

 S2 21 22 Saprolite  U1 4 5 Limonite 

 S2 22 23 Saprolite  U1 5 6 Limonite 

 S2 23 24 Bedrock  U1 6 7 Limonite 

 S2 24 25 Bedrock  U1 7 8 Limonite 

 S2 25 26 Bedrock  U1 8 9 Limonite 

 Q1 0 1 Limonite  U1 9 10 Limonite 

 Q1 1 2 Limonite  U1 10 11 Limonite 

 Q1 2 3 Limonite  U1 11 12 Limonite 

 Q1 3 4 Limonite  U1 12 13 Limonite 

 Q1 4 5 Limonite  U1 13 14 Limonite 

 Q1 5 6 Limonite  U1 14 15 Limonite 

 Q1 6 7 Limonite  U1 15 16 Saprolite 

 Q1 7 8 Limonite  U1 16 17 Saprolite 

 Q1 8 9 Limonite  U1 17 18 Saprolite 
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BHID Fr. To LITOLOGI BHID Fr. To LITOLOGI 

 U1 18 19 Bedrock  T1 3 4 Limonite 

 U1 19 20 Bedrock  T1 4 5 Limonite 

 R2 0 1 Limonite  T1 5 6 Limonite 

 R2 1 2 Limonite  T1 6 7 Limonite 

 R2 2 3 Limonite  T1 7 8 Limonite 

 R2 3 4 Limonite  T1 8 9 Limonite 

 R2 4 5 Limonite  T1 9 10 Limonite 

 R2 5 6 Limonite  T1 10 11 Limonite 

 R2 6 7 Limonite  T1 11 12 Limonite 

 R2 7 8 Limonite  T1 12 13 Limonite 

 R2 8 9 Limonite  T1 13 14 Limonite 

 R2 9 10 Limonite  T1 14 15 Limonite 

 R2 10 11 Limonite  T1 15 16 Saprolite 

 R2 11 12 Limonite  T1 16 17 Saprolite 

 R2 12 13 Limonite  T1 17 18 Saprolite 

 R2 13 14 Limonite  T1 18 19 Saprolite 

 R2 14 15 Limonite  T1 19 20 Saprolite 

 R2 15 16 Limonite  T1 20 21 Bedrock 

 R2 16 17 Limonite  T1 21 22 Bedrock 

 R2 17 18 Limonite  T1 22 23 Bedrock 

 R2 18 19 Limonite  U3 0 1 Limonite 

 R2 19 20 Limonite  U3 1 2 Limonite 

 R2 20 21 Limonite  U3 2 3 Limonite 

 R2 21 22 Saprolite  U3 3 4 Limonite 

 R2 22 23 Saprolite  U3 4 5 Limonite 

 R2 23 24 Saprolite  U3 5 6 Limonite 

 R2 24 25 Saprolite  U3 6 7 Limonite 

 R2 25 26 Saprolite  U3 7 8 Limonite 

 R2 26 27 Saprolite  U3 8 9 Limonite 

 R2 27 28 Bedrock  U3 9 10 Limonite 

 R2 28 29 Bedrock  U3 10 11 Saprolite 

 R2 29 30 Bedrock  U3 11 12 Saprolite 

 T1 0 1 Limonite  U3 12 13 Saprolite 

 T1 1 2 Limonite  U3 13 14 Saprolite 

 T1 2 3 Limonite  U3 14 15 Saprolite 

 

 

 



56 

 

BHID Fr. To LITOLOGI BHID Fr. To LITOLOGI 

 U3 15 16 Bedrock  R1 4 5 Limonite 

 U3 16 17 Bedrock  R1 5 6 Limonite 

 U3 17 18 Bedrock  R1 6 7 Limonite 

 T2 0 1 Limonite  R1 7 8 Limonite 

 T2 1 2 Limonite  R1 8 9 Limonite 

 T2 2 3 Limonite  R1 9 10 Limonite 

 T2 3 4 Limonite  R1 10 11 Limonite 

 T2 4 5 Limonite  R1 11 12 Limonite 

 T2 5 6 Limonite  R1 12 13 Saprolite 

 T2 6 7 Limonite  R1 13 14 Saprolite 

 T2 7 8 Limonite  R1 14 15 Saprolite 

 T2 8 9 Limonite  R1 15 16 Saprolite 

 T2 9 10 Limonite  R1 16 17 Bedrock 

 T2 10 11 Limonite  R1 17 18 Bedrock 

 T2 11 12 Limonite  P1 0 1 Limonite 

 T2 12 13 Limonite  P1 1 2 Limonite 

 T2 13 14 Limonite  P1 2 3 Limonite 

 T2 14 15 Limonite  P1 3 4 Limonite 

 T2 15 16 Limonite  P1 4 5 Limonite 

 T2 16 17 Limonite  P1 5 6 Limonite 

 T2 17 18 Limonite  P1 6 7 Limonite 

 T2 18 19 Saprolite  P1 7 8 Limonite 

 T2 19 20 Saprolite  P1 8 9 Limonite 

 T2 20 21 Saprolite  P1 9 10 Limonite 

 T2 21 22 Saprolite  P1 10 11 Limonite 

 T2 22 23 Saprolite  P1 11 12 Saprolite 

 T2 23 24 Saprolite  P1 12 13 Saprolite 

 T2 24 25 Saprolite  P1 13 14 Saprolite 

 T2 25 26 Bedrock  P1 14 15 Saprolite 

 T2 26 27 Bedrock  P1 15 16 Saprolite 

 T2 27 28 Bedrock  P1 16 17 Saprolite 

 R1 0 1 Limonite  P1 17 18 Saprolite 

 R1 1 2 Limonite  P1 18 19 Saprolite 

 R1 2 3 Limonite  P1 19 20 Saprolite 

 R1 3 4 Limonite  P1 20 21 Saprolite 
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BHID Fr. To LITOLOGI BHID Fr. To LITOLOGI 

 P1 21 22 Saprolite  S1 16 17 Limonite 

 P1 22 23 Bedrock  S1 17 18 Saprolite 

 P1 23 24 Bedrock  S1 18 19 Saprolite 

 U2 0 1 Limonite  S1 19 20 Saprolite 

 U2 1 2 Limonite  S1 20 21 Saprolite 

 U2 2 3 Limonite  S1 21 22 Saprolite 

 U2 3 4 Limonite  S1 22 23 Saprolite 

 U2 4 5 Limonite  S1 23 24 Bedrock 

 U2 5 6 Limonite  S1 24 25 Bedrock 

 U2 6 7 Limonite  S4 0 1 Limonite 

 U2 7 8 Limonite  S4 1 2 Limonite 

 U2 8 9 Limonite  S4 2 3 Limonite 

 U2 9 10 Limonite  S4 3 4 Limonite 

 U2 10 11 Limonite  S4 4 5 Limonite 

 U2 11 12 Saprolite  S4 5 6 Limonite 

 U2 12 13 Saprolite  S4 6 7 Limonite 

 U2 13 14 Saprolite  S4 7 8 Limonite 

 U2 14 15 Saprolite  S4 8 9 Limonite 

 U2 15 16 Saprolite  S4 9 10 Limonite 

 U2 16 17 Bedrock  S4 10 11 Limonite 

 U2 17 18 Bedrock  S4 11 12 Limonite 

 U2 18 19 Bedrock  S4 12 13 Limonite 

 S1 0 1 Limonite  S4 13 14 Limonite 

 S1 1 2 Limonite  S4 14 15 Saprolite 

 S1 2 3 Limonite  S4 15 16 Saprolite 

 S1 3 4 Limonite  S4 16 17 Saprolite 

 S1 4 5 Limonite  S4 17 18 Saprolite 

 S1 8 9 Limonite  S4 18 19 Bedrock 

 S1 9 10 Limonite  S4 19 20 Bedrock 

 S1 10 11 Limonite  S4 18 19 Bedrock 

 S1 11 12 Limonite  S3 0 1 Limonite 

 S1 12 13 Limonite  S3 1 2 Limonite 

 S1 13 14 Limonite  S3 2 3 Limonite 

 S1 14 15 Limonite  S3 3 4 Limonite 

 S1 15 16 Limonite  S3 4 5 Limonite 
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BHID Fr. To LITOLOGI BHID Fr. To LITOLOGI 

 S3 5 6 Limonite  R3 14 15 Limonite 

 S3 6 7 Limonite  R3 15 16 Saprolite 

 S3 7 8 Limonite  R3 16 17 Saprolite 

 S3 8 9 Limonite  R3 17 18 Saprolite 

 S3 9 10 Limonite  R3 18 19 Saprolite 

 S3 10 11 Limonite  R3 19 20 Saprolite 

 S3 11 12 Limonite  R3 20 21 Saprolite 

 S3 12 13 Limonite  R3 21 22 Bedrock 

 S3 13 14 Limonite  R3 22 23 Bedrock 

 S3 14 15 Limonite  Q3 0 1 Limonite 

 S3 15 16 Limonite  Q3 1 2 Limonite 

 S3 16 17 Limonite  Q3 2 3 Limonite 

 S3 17 18 Limonite  Q3 3 4 Limonite 

 S3 18 19 Saprolite  Q3 4 5 Limonite 

 S3 19 20 Saprolite  Q3 5 6 Limonite 

 S3 20 21 Saprolite  Q3 6 7 Limonite 

 S3 21 22 Saprolite  Q3 7 8 Limonite 

 S3 22 23 Saprolite  Q3 8 9 Limonite 

 S3 23 24 Bedrock  Q3 9 10 Limonite 

 S3 24 25 Bedrock  Q3 10 11 Limonite 

 S3 25 26 Bedrock  Q3 11 12 Limonite 

 R3 0 1 Limonite  Q3 12 13 Limonite 

 R3 1 2 Limonite  Q3 13 14 Saprolite 

 R3 2 3 Limonite  Q3 14 15 Saprolite 

 R3 3 4 Limonite  Q3 15 16 Saprolite 

 R3 4 5 Limonite  Q3 16 17 Saprolite 

 R3 5 6 Limonite  Q3 17 18 Saprolite 

 R3 6 7 Limonite  Q3 18 19 Bedrock 

 R3 7 8 Limonite  Q3 19 20 Bedrock 

 R3 8 9 Limonite  Q2 0 1 Limonite 

 R3 9 10 Limonite  Q2 1 2 Limonite 

 R3 10 11 Limonite  Q2 2 3 Limonite 

 R3 11 12 Limonite  Q2 3 4 Limonite 

 R3 12 13 Limonite  Q2 4 5 Limonite 

 R3 13 14 Limonite  Q2 5 6 Limonite 
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BHID Fr. To LITOLOGI 

 Q2 6 7 Limonite 

 Q2 7 8 Limonite 

 Q2 8 9 Limonite 

 Q2 9 10 Limonite 

 Q2 10 11 Saprolite 

 Q2 11 12 Saprolite 

 Q2 12 13 Saprolite 

 Q2 13 14 Saprolite 

 Q2 14 15 Saprolite 

 Q2 15 16 Saprolite 

 Q2 16 17 Bedrock 

 Q2 17 18 Bedrock 

 P2 0 1 Limonite 

 P2 1 2 Limonite 

 P2 2 3 Limonite 

 P2 3 4 Limonite 

 P2 4 5 Limonite 

 P2 5 6 Limonite 

 P2 6 7 Limonite 

 P2 7 8 Limonite 

 P2 8 9 Limonite 

 P2 9 10 Limonite 

 P2 10 11 Limonite 

 P2 11 12 Limonite 

 P2 12 13 Limonite 

 P2 13 14 Saprolite 

 P2 14 15 Saprolite 

 P2 15 16 Saprolite 

 P2 16 17 Saprolite 

 P2 17 18 Saprolite 

 P2 18 19 Saprolite 

 P2 19 20 Saprolite 

 P2 20 21 Bedrock 

 P2 21 22 Bedrock 



60 

 

Blok Model 3 Dimensi Ni < 1% 
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Penampang Ni < 1% 
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Blok Model 3 Dimensi Ni 1 – 1.7 % 
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Penampang Ni 1 – 1.7 % 
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Blok Model Ni >1.7% 

 

 

 

 

 

 

 

 

 

 

Ni >1.7% 
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Penampang Ni >1.7% 
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