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- Ditimbang media MRSA dan MRSB 

- Masing-masing ditambahkan aquadest 

- Media yang telah dibuat lalu disterilisasi dan 

disimpan 

- 0,5 mL LP yang telah teraktivasi dikultur 

dalam 4,5 mL media MRSB 

- Bakteri dipanen setelah diinkubasi 

LAMPIRAN 

Lampiran 1. Skema Kerja Penelitian 

 

 

 

  

Preparasi LP 

Kultur LP 

Mikropartikel LP 

Pengukuran partikel Karakterisasi 

morfologi formula 

MP-LP optimal 

Uji viabilitas 

Formulasi MP-LP 

Analisis Data 

Preparasi media 
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Lampiran 2. Perhitungan Koloni Bakteri pada Uji Viabilitas 

  

Faktor 

pengenceran 

Formula 

MP 1 MP 2 MP 3 MP 4 MP 5 

10-5 125 248 322 TBUD TBUD 

10-6 67 176 291 TBUD TBUD 

10-7 60 129 200 250 TBUD 

10-8 57 163 170 210 291 

10-9 32 100 123 203 219 

 

Contoh Perhitungan (MP4) 

Koloni = 210 

Faktor pengenceran = 108 

 

Konsentrasi (CFU/ mL) = jumlah koloni x faktor pengenceran 

Konsentrasi (CFU/ mL) = 210 x 108 

Konsentrasi (CFU/ mL) = 2,1 x 1010 

 

Log CFU/mL  = Log 2,1 x 1010 

  = 10,32  
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Lampiran 3. Tabel Hasil Evaluasi dan Hasil Analisis Statistik 

Tabel 4. Hasil Pengukuran Ukuran Partikel Lima Formula  

Ukuran Partikel 

MP 1 MP 2 MP 3 MP 4 MP 5 

1,28 2,81 5,14 6,73 10,09 

1,90 2,28 5,20 6,73 10,11 

1,66 3,54 3,98 6,73 10,12 

0,14 4,78 5,27 6,73 10,15 

0,14 2,06 4,74 6,73 10,18 

0,12 2,45 5,83 6,73 10,21 

0,14 2,30 5,22 6,73 10,21 

0,14 2,75 4,69 6,73 10,21 

0,14 2,52 3,86 6,73 10,22 

0,14 2,73 5,31 6,73 10,22 

0,25 2,96 5,17 6,73 10,22 

0,14 2,96 5,28 6,03 10,22 

0,14 3,07 5,03 6,04 10,22 

1,84 3,58 4,36 6,73 10,23 

0,14 2,07 6,58 6,73 10,23 

0,14 2,68 5,12 6,03 10,26 

1,95 4,82 5,27 6,73 10,27 

0,26 4,78 4,92 6,73 10,27 

1,49 2,84 3,85 6,73 10,28 

0,14 2,60 4,24 6,73 10,28 

0,12 2,25 4,56 6,73 10,32 

0,14 3,81 5,27 6,73 10,32 

0,21 2,19 5,77 6,73 10,32 

0,14 3.24 3,72 6,73 10,32 

0,14 4,78 4,24 6,73 10,33 

0,14 2,96 6,32 6,73 10,33 

1,47 3,34 5,78 6,73 10,34 

1,60 2,42 5,78 6,73 10,34 

1,82 2,49 5,78 6,73 10,34 

1,73 2,73 4,76 6,73 10,34 

0,19 3,45 4,66 6,24 10,35 

0,14 4,76 5,07 6,49 10,36 
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0,14 2,83 5,07 6,49 10,36 

1,82 3,96 5,07 6,49 10,36 

0,14 4,98 4,30 6,49 10,36 

0,12 2,94 5,38 6,73 10,37 

0,14 3,90 5,27 6,73 10,37 

0,25 2,96 5,17 6,73 10,37 

0,54 3,28 5,07 6,49 10,37 

0,14 2,14 4,24 6,73 10,38 

0,14 2,77 4,98 6,73 10,38 

0,14 2,14 4,41 6,73 10,38 

0,14 2,96 6,78 6,73 10,38 

0,14 2,96 5,32 6,43 10,38 

0,25 2,96 4,89 6,43 10,38 

0,25 2,96 4,75 6,43 10,38 

0,25 2,96 4,87 6,43 10,38 

0,14 2,63 6,58 6,03 10,38 

0,12 2,52 3,68 6,73 10,39 

0,14 2,95 5,77 6,73 10,43 

0,21 2,28 6,82 6,73 10,44 

0,14 3,04 5,15 6,73 10,47 

0,14 2,02 4,67 6,73 10,47 

0,99 4,11 3,21 6,73 10,48 

0,28 2,53 5,07 6,49 10,48 

0,12 2,48 5,78 6,73 10,49 

0,14 2,49 3,20 6,73 10,49 

0,14 2,66 6,07 6,73 10,54 

1,17 2,73 5,07 6,49 10,55 

0,12 3,18 2,81 6,73 10,56 

0,14 3,13 4,01 6,73 10,56 

0,12 2,58 3,08 6,73 10,57 

0,14 2,96 5,17 6,73 10,58 

0,14 2,96 5,30 6,73 10,65 

0,19 3,45 5,93 4,54 10,68 

0,14 2,40 3,81 6,73 10,68 

0,12 1,94 2,22 6,73 10,73 

0,12 2,95 6,04 6,24 10,73 
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0,19 2,76 5,90 6,15 10,75 

0,12 2,04 5,83 6,73 10,76 

0,14 2,37 6,05 6,73 10,77 

0,14 2,19 5,23 6,73 10,85 

0,19 3,97 4,66 4,83 10,86 

2,07 3,72 5,27 6,73 10,87 

0,14 3,29 5,27 6,73 10,87 

0,14 2,29 5,27 6,73 10,87 

0,14 2,23 3,55 6,73 10,87 

0,14 2,50 5,92 6,73 10,87 

0,14 2,72 4,02 6,73 10,87 

0,14 2,81 6,53 6,73 10,87 

0,19 3,84 5,33 5,50 10,93 

0,19 2,67 5,95 5,75 10,94 

0,19 3,88 6,78 5,49 10,94 

0,19 2,67 6,25 3,41 10,94 

0,19 2,83 5,90 6,73 10,94 

0,12 2,65 5,90 6,73 10,94 

0,12 2,42 7,23 6,73 10,94 

0,22 2,38 3,10 6,73 10,96 

1,61 1,62 3,67 6,73 10,99 

0,14 4,57 4,66 6,49 11,00 

0,23 2,58 5,90 6,73 11,02 

1,35 2,48 4,76 6,73 11,03 

1,23 3,96 5,07 6,49 11,03 

0,66 2,76 6,24 6,49 11,03 

0,12 3,45 4,66 7, 03 11,04 

0,12 2,42 4,03 6,73 11,04 

0,12 2,38 4,67 6,73 11,04 

0,14 3,96 5,73 6,02 11,04 

1,24 2,00 5,07 6,49 11,04 

1,54 3,32 5,67 6,73 11,05 

1,49 2,69 4,76 6,73 11,05 

0,12 2,12 3,27 6,73 11,06 

1,30 3,45 5,03 6,07 11,06 

0,14 2,98 4,66 6,73 11,06 
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1,25 3,04 5,34 6,49 11,07 

0,12 3,87 5,01 6,73 11,08 

0,12 2,82 5,78 6,73 11,09 

1,25 2,59 4,17 5,63 11,09 

0,14 3,23 4,79 6,73 11,09 

0,14 3,96 4,52 7,30 11,09 

0,12 2,63 6,04 6,73 11,10 

1,37 3,34 4,28 6,73 11,10 

1,41 2,38 5,78 6,73 11,11 

0,19 2,67 5,01 4,07 11,12 

0,12 2,65 5,34 6,73 11,12 

1,30 2,69 3,39 6,73 11,12 

0,12 3,45 5,84 5,99 11,13 

0,12 2,53 2,75 6,73 11,13 

0,14 2,37 6,58 7, 45 11,13 

0,14 2,89 4,31 5,69 11,13 

0,12 2,45 4,31 6,47 11,14 

0,48 2,75 5,78 6,73 11,14 

1,67 2,20 5,78 6,73 11,17 

0,14 3,96 5,19 6,49 11,17 

1,78 1,75 5,78 6,73 11,18 

1,53 2,06 5,78 6,73 11,18 

1,22 2,53 4,52 6,73 11,18 

1,28 1,94 5,65 6,73 11,18 

1,36 1,94 3,33 6,73 11,18 

0,28 3,02 5,19 6,73 11,18 

1,59 2,16 4,76 6,73 11,18 

1,71 1,84 4,76 6,73 11,18 

2,04 3,16 4,76 6,73 11,18 

2,00 3,31 4,36 6,73 11,18 

1,48 2,71 5,27 6,73 11,18 

1,04 4,72 5,27 6,73 11,18 

1,49 3,50 5,27 6,73 11,18 

1,96 2,34 5,27 6,73 11,18 

0,21 2,05 5,93 6,73 11,18 

0,19 2,04 6,66 6,73 11,19 
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0,12 2,49 5,26 6,73 11,19 

0,18 3,57 3,87 6,73 11,19 

0,30 3,60 5,78 6,73 11,20 

0,14 2,76 4,75 6,73 11,20 

0,14 2,29 4,60 6,49 11,20 

0,14 3,29 5,07 6,49 11,20 

0,12 3,98 4,66 4,59 11,21 

0,12 4,31 6,04 6,73 11,21 

0,12 2,39 5,78 6,73 11,21 

0,12 3,34 5,78 6,73 11,21 

1,20 3,34 4,17 6,73 11,21 

0,14 2,29 5,38 6,73 11,21 

0,70 3,96 7,78 6,49 11,21 

0,12 2,39 6,77 6,73 11,22 

0,12 2,20 5,29 6,73 11,22 

0,12 2,69 2,75 6,73 11,22 

0,12 2,75 6,04 6,21 11,22 

0,12 3,83 6,04 6,73 11,22 

1,73 2,32 5,27 6,73 11,22 

0,14 2,60 4,06 6,73 11,22 

0,14 3,96 3,96 6,49 11,22 

0,14 3,96 6,09 6,49 11,22 

0,19 2,15 5,90 6,73 11,23 

0,12 3,98 5,83 6,73 11,23 

1,41 7,08 5,78 6,73 11,23 

0,24 3,72 4,66 6,23 11,24 

0,25 3,97 5,39 5,61 11,24 

0,19 3,45 4,66 4,38 11,24 

0,19 2,67 6,07 5,31 11,24 

0,19 2,67 6,29 5,89 11,24 

0,19 3,49 4,66 6,38 11,24 

0,19 2,67 5,90 6,23 11,24 

0,12 1,75 5,03 6,73 11,24 

0,12 2,38 4,86 6,73 11,24 

0,12 1,74 2,81 6,73 11,24 

0,12 2,63 6,04 6,73 11,24 
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0,12 2,34 4,72 6,73 11,24 

0,12 3,24 5,78 6,73 11,24 

0,12 2,27 5,78 6,15 11,24 

0,12 3,34 5,78 6,17 11,24 

0,12 3,34 5,78 6,73 11,24 

0,12 3,34 5,78 6,73 11,24 

0,39 2,32 3,31 6,73 11,24 

1,16 2,17 4,46 6,73 11,24 

0,65 2,70 2,26 6,73 11,24 

1,35 3,39 4,02 6,73 11,24 

1,37 2,49 3,99 6,73 11,24 

1,86 2,59 3,51 6,73 11,24 

0,14 2,31 5,27 6,73 11,24 

0,14 1,83 4,02 6,73 11,24 

0,21 2,30 5,61 6,73 11,24 

0,21 3,02 6,03 6,73 11,24 

0,21 4,20 3,30 6,73 11,24 

0,29 4,78 4,48 6,73 11,24 

0,14 4,78 6,21 6,73 11,24 

0,14 4,78 4,99 6,73 11,24 

0,14 4,78 4,23 6,73 11,24 

0,14 4,78 5,23 6,73 11,24 

0,14 2,92 4,84 6,73 11,24 

0,25 2,96 6,03 6,43 11,24 

0,25 3,00 4,41 6,43 11,24 

0,25 3,09 4,80 6,43 11,24 

0,25 2,96 5,17 6,43 11,24 

0,25 2,96 5,17 6,73 11,24 

0,25 2,96 5,17 6,73 11,24 

0,14 2,96 5,08 6,73 11,24 

0,14 2,96 6,32 6,22 11,24 

0,14 2,96 5,13 6,73 11,24 

0,14 2,96 5,30 6,73 11,24 

0,14 2,96 5,21 6,03 11,24 

0,14 2,96 6,58 6,03 11,24 

1,35 4,78 6,31 6,49 11,24 
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0,12 2,05 3,41 6,73 11,25 

0,25 2,48 2,96 6,73 11,26 

0,28 2,29 5,31 6,73 11,26 

0,49 2,06 3,20 6,73 11,26 

0,55 2,78 4,14 6,73 11,26 

1,25 2,73 3,96 6,73 11,26 

1,45 2,89 3,66 6,73 11,26 

1,64 2,91 4,08 6,73 11,26 

0,34 2,37 4,80 6,73 11,26 

0,73 2,76 3,03 6,73 11,26 

0,43 2,70 5,65 6,73 11,26 

0,22 2,53 5,98 6,73 11,26 

0,14 2,06 5,72 6,73 11,26 

1,39 2,06 4,52 6,73 11,26 

0,17 2,40 3,52 6,73 11,26 

1,80 2,37 4,92 6,05 11,26 

1,17 2,88 3,80 6,19 11,26 

1,26 2,79 5,28 6,28 11,26 

0,14 4,72 5,07 6,49 11,26 

1,51 3,06 4,27 6,73 11,27 

0,14 3,96 5,07 6,49 11,27 

0,12 2,34 5,29 6,73 11,28 

0,12 2,23 5,21 6,73 11,28 

0,30 2,29 3,82 6,73 11,28 

0,14 3,94 5,27 6,73 11,28 

0,14 2,88 5,11 6,73 11,28 

0,14 4,93 5,04 6,73 11,28 

0,14 6,14 6,58 6,73 11,28 

0,14 5,94 6,58 6,29 11,28 

0,14 2,69 5,51 6,13 11,28 

0,14 2,76 6,58 6,73 11,28 

0,14 2,67 6,58 4,33 11,28 

0,14 2,53 6,58 6,49 11,28 

0,12 3,93 4,66 7,06 11,29 

0,12 2,53 5,39 6,73 11,29 

0,12 2,21 6,04 6,73 11,29 
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0,12 1,71 5,78 6,73 11,29 

1,23 3,34 5,78 6,73 11,29 

1,83 3,34 5,09 6,73 11,29 

0,74 3,21 5,07 6,49 11,29 

0,46 2,38 6,53 6,73 11,30 

0,21 1,96 3,21 6,73 11,30 

0,12 2,02 2,65 6,73 11,31 

0,12 2,47 5,78 6,73 11,32 

0,14 3,96 4,53 6,49 11,32 

0,12 3,67 5,29 4,77 11,34 

0,12 2,49 5,90 6,73 11,34 

0,12 3,55 6,04 6,73 11,34 

0,12 2,33 5,66 6,73 11,34 

0,14 2,29 6,58 6,73 11,34 

0,14 3,96 5.02 5,88 11,34 

1,04 4,55 5,07 6,49 11,34 

0,19 2,67 5,66 5,09 11,38 

0,19 2,40 5,90 6,73 11,38 

1,64 2,93 4,14 6,73 11,38 

0,12 2,65 4,29 6,73 11,39 

1,53 2,86 5,78 6,73 11,39 

0,12 3,45 4,66 6,34 11,42 

0,12 3,87 4,66 7,02 11,42 

0,12 3,99 5,82 5,98 11,42 

0,14 2,81 5,27 6,73 11,43 

0,14 4,79 6,14 6,49 11,43 

0,12 3,68 5,12 6,73 11,45 

0,12 4,08 6,04 6,24 11,45 

0,12 2,52 5,78 6,73 11,45 

1,47 2,42 5,78 6,73 11,45 

0,12 2,71 5,21 6,73 11,45 

1,37 1,83 5,23 6,73 11,45 

0,12 2,53 5,78 6,73 11,45 

1,45 2,43 5,78 6,73 11,45 

1,68 1,90 5,78 6,73 11,45 

1,49 2,86 5,78 6,73 11,45 
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0,12 2,23 5,78 6,73 11,45 

1,68 2,84 5,78 6,73 11,45 

0,53 3,06 5,78 6,73 11,45 

0,32 2,29 5,78 6,73 11,45 

1,76 2,50 4,87 6,73 11,45 

1,36 2,86 2,98 6,73 11,46 

0,14 3,96 5,29 6,49 11,47 

0,15 3,19 5,25 6,49 11,47 

0,12 2,84 5,78 6,73 11,54 

0,12 1,49 5,49 6,73 11,56 

0,12 2,27 5,83 6,73 11,65 

0,12 3,45 4,66 6,29 11,67 

1,59 3,96 5,08 6,49 11,72 

0,12 3,45 4,66 5,07 11,84 

0,14 3,46 5,27 6,73 10, 37 

0,14 2,84 3,14 6,73 10, 45 

 

Tabel 5. Hasil perhitungan rata-rata ukuran partikel 5 formula MP-LP 

Formula  Ukuran Partikel  
Rata-rata SD 

MP 1 0,49 0,04 

MP 2 2,98 0,21 

MP 3 5,09 0,49 

MP 4 6,54 0,62 

MP 5 11,03 1,22 

 

Tabel 6. Hasil analisis statistika data ukuran partikel lima formula 

Tukey's Multiple 
Comparison 

Test 

Mean 
Diff. 

q 
Significant

? 
P < 0.05? 

Sum
mary 

95% CI of diff 

MP 1 vs MP 2 -2.490 6.564 Yes ** -4.255 to -0.7245 

MP 1 vs MP 3 -4.600 12.13 Yes *** -6.365 to -2.835 

MP 1 vs MP 4 -6.050 15.95 Yes *** -7.815 to -4.285 

MP 1 vs MP 5 -10.54 27.78 Yes *** -12.31 to -8.775 

MP 2 vs MP 3 -2.110 5.562 Yes * -3.875 to -0.3445 

MP 2 vs MP 4 -3.560 9.384 Yes *** -5.325 to -1.795 

MP 2 vs MP 5 -8.050 21.22 Yes *** -9.815 to -6.285 

MP 3 vs MP 4 -1.450 3.822 No ns -3.215 to 0.3155 

MP 3 vs MP 5 -5.940 15.66 Yes *** -7.705 to -4.175 
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MP 4 vs MP 5 -4.490 11.84 Yes *** -6.255 to -2.725 

 

Tabel 7. Jumlah Koloni Bakteri Seri Pengenceran LP 

Cawan Petri 
Faktor Pengenceran 

10-6 10-7 10-8 

I TBUD 225 241 

II TBUD 176 159 

III TBUD 165 165 

 

Tabel 8. Jumlah Koloni Bakteri 5 Formula MP-LP 

Faktor 

pengenceran 

Formula 

MP 1 MP 2 MP 3 MP 4 MP 5 

10-5 125 248 322 TBUD TBUD 

10-6 67 176 291 TBUD TBUD 

10-7 60 129 200 250 TBUD 

10-8 57 163 170 210 291 

10-9 32 100 123 203 219 

 

Tabel 9. Hasil Analisis Statistika Data Viabilitas Lima Formula 

Tukey's 
Multiple 

Comparison 
Test 

Mean 
Diff. 

q 
Significant

? 
P < 0.05? 

Sum
mary 

95% CI of diff 

MP 1 vs MP 2 -2.900 6.074 Yes * -5.122 to -0.6780 

MP 1 vs MP 3 -7.040 14.75 Yes *** -9.262 to -4.818 

MP 1 vs MP 4 -8.130 17.03 Yes *** -10.35 to -5.908 

MP 1 vs MP 5 -9.090 19.04 Yes *** -11.31 to -6.868 

MP 2 vs MP 3 -4.140 8.671 Yes *** -6.362 to -1.918 

MP 2 vs MP 4 -5.230 10.95 Yes *** -7.452 to -3.008 

MP 2 vs MP 5 -6.190 12.97 Yes *** -8.412 to -3.968 

MP 3 vs MP 4 -1.090 2.283 No ns -3.312 to 1.132 

MP 3 vs MP 5 -2.050 4.294 No ns -4.272 to 0.1720 

MP 4 vs MP 5 -9.600 2.011 No ns -3.182 to 1.262 

 

Tabel 10. Hasil Analisis XRD LP Murni 

General information 

Analysis date 08-21-23 

Sample name Serbuk LP murni Operator Administrator 

Scanning    

Drive axis Theta – 2 Theta Scan range 15 – 75 (deg) 

Comment    

Measurement profile 
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Peak list 

 
 

Tabel 11. Hasil Analisis XRD MP 3 

General information 

Analysis date 08-25-23 

Sample name MP 3 Operator Administrator 

Scanning    
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Drive axis Theta – 2 Theta Scan range 15 – 75 (deg) 

Comment    

Measurement profile 

 
Peak list 
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