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Lampiran-Lampiran 

1. Sifat fisis Semen Portland Tonasa 

Parameter kualitas 

Satuan 

Unit SNI 7064-

2014 

Typical 

product 

Range 

Properti fisis 

Kuat tekan 

• 3 hari              Min 

• 7 hari              Min 

• 28 hari            Min 

• Blaine             Min 

• Air content      Max 

kg/cm2 

kg/cm2 

kg/cm2 

m2/g 

% 

130 

200 

280 

280 

12 

180 

240 

310 

450 

6.8 

+ 20 

+ 20 

+ 20 

+ 20 

+ 2.2 

Chemical Properties 

• SO3                 Max % 4 2 + 0.5 

Sumber : PT Semen Tonasa 

2. Properti fisis Agregat 

Uraian pengujian Satuan Hasil Pengujian 

Pasir Kerikil 

Modulus kehalusan % 2.44 5.96 

Berat jenis semu - 2.42 2.71 

Berat jenis kering - 2.25 2.54 

Berat jenis SSD - 2.48 2.985 

Penyerapan Air % 3.1 2.48 

Kadar Air % 3.4 1.78 

Kadar Lumpur % 1.58 5.36 

Keausan Agregat % - 26.75 

Berat Volume Padat kg/ltr 1.34 1.27 

 

3. Karakteristik Fisik Agregat 

Item Bulk 

Density 

(kg/m3) 

Penyerapan 

Air (%) 

Kandungan 

lumpur (%) 

Keausan 

Agregat 

Agregat 

Kasar 

1340 2.48 5.36 26.75 

Agregat 

Halus 

1270 3.1 1.58 - 
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