
 

67 

 

 

DAFTAR PUSTAKA 
 

Annels, A. E., 1991. Mineral Deposit Evaluation: A Practical Approach. London: Chapman 
& Hall. 

 

Arif, I.2018. Nikel Indonesia. Jakarta: PT Gramedia Pustaka Utama. 

 

Bagdja, M. P., 1998. Eksplorasi Geokimia Regional, Bersistem Daerah Kabupaten 

Kendari, dan Kolaka, Sulawesi Tenggara. Direktorat Sumberdaya Mineral. 

Bandung. 

 

Boldt, J.R., 1966. The Winning of Nickel Its Geology, Mining, and Extractive Metallurgy. 

Toronto. 

 
Darijanto, T. 1992. Variogram, Sifat Struktur Variogram dan Model Variogram. ITB. 
 

Freyssinet,P., C.R.M Butt, R.C Morris, dan P Piantone, 2005, Ore-Forming Processes 

Related to Lateritic Weathering, Economic Geology 100th Anniversary volume, pp 

681-722. 

 

Goovaerts, P. 1997. Geostatistics for natural resources evaluation. Oxford University 

Press, New York, p 483 

 

Journel AG, Huijbregts ChJ. 1978. Mining geostatistics. Academic Press, New York. 

 

KCMI, 2017. Kode Pelaporan Hasil Eksplorasi, Sumberdaya Mineral dan Cadangan Bijih, 

Jakarta. Hal. 10-16 

 

Kresno. 1991. Konsep Perhitungan Varian Estimasi Menggunakan Peubah Terregional. 

Universitas Pembangunan Nasional Veteran, Yogyakarta. 

 

Nas, C. 1994. Estimasi Cadangan Mineral. Departemen Pertambangan dan Energi, 

Direktorat Jenderal Pertambangan Umum, Pusat Pengembangan Tenaga 

Pertambangan, Jakarta. 

 

Peter,W.C. 1978. “Exploration and Mining Geology”, Jhon Wiley & Sons, New York, 

Chichester Brisbane, Toronto. 

 

Sukandarrumidi. 2007. Geologi Mineral Logam. Gadjah Mada University Press, 

Yogyakarta. 

 

Sugiyono, 2014. Metode Penelitian Pendidikan Pendekatan Kuantitatif, Kualitatif, dan 

R&D. Bandung: Alfabeta 

 

Randu, J. M. 1981. An Introduction To Geostatistical Methods of Mineral Evaluation. 

South African Institute of Mining and Mettalurgycal, Johannesburg. 



 

68 

 

 

Rossi. ME and Clayton V. Deutsch. 2014. Mineral Resources Estimation. Springer 

Dordrecht Heidelberg. New York, London. 

 

Rossi. ME, Parker HM. 1993. Mineral Resources Estimation. Forum Geostatistics For the 

Next Century. Montreal. Quebec, 3–5 June 1993. 

 

Tonggiroh, A, Mustafa M, Suharto. 2012. Analisis Pelapukan Serpentin dan Endapan Nikel 

Laterit Daerah Pallangga Kabupaten Konawe Selatan Sulawesi Tenggara. 

 
Widayat, A.H. 2005. Metode Perhitungan Cadangan. Pusat Gramedia Utama, Jakarta. 

 

 

  

  



 

69 

 

 

 

 

 

 

 

 

 

 

DAFTAR LAMPIRAN 

 

 

 

 

 

 

 



 

70 

 

PETA PENELITIAN 

 

 

 

 

 

 

 

 

 

 

 

 



 

71 

 

PETA SEBARAN TITIK BOR 
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DATA TITIK BOR 

 CONTOH DATA GEOLOGI 

Nama 
Lubang 

Bor 

Nama 

Sampel 

Kedalaman 

Awal (m) 

Kedalaman Akhir 

(m) 
Zona 

SM-001 SM-001-001 0 1 LIM 

SM-001 SM-001-002 1 2 LIM 

SM-001 SM-001-003 2 3 LIM 

SM-001 SM-001-004 3 4 LIM 

SM-001 SM-001-005 4 5 LIM 

SM-001 SM-001-006 5 6 LIM 

SM-001 SM-001-007 6 7 LIM 

SM-001 SM-001-008 7 8 LIM 

SM-001 SM-001-009 8 9 LIM 

SM-001 SM-001-010 9 10 LIM 

SM-001 SM-001-011 10 11 LIM 

SM-001 SM-001-012 11 12 LIM 

SM-001 SM-001-013 12 13 LIM 

SM-001 SM-001-014 13 14 LIM 

SM-001 SM-001-015 14 15 LIM 

SM-001 SM-001-016 15 16 SAP 

SM-001 SM-001-017 16 17 SAP 

SM-001 SM-001-018 17 18 SAP 

SM-001 SM-001-019 18 19 SAP 
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DATA ASSAY 

Nama 

Lubang Bor 

Nama 

Sampel 

Kedalaman 

Awal 

Kedalaman 

Akhir 

Ni 

(%) 

Fe 

(%) 

SiO2 

(%) 

MgO 

(%) 

SM-001 SM-001-001 0 1 0,3 12,1 53,4 2,73 

SM-001 SM-001-002 1 2 0,43 15,9 44,9 3,28 

SM-001 SM-001-003 2 3 0,42 16,9 47,6 2,74 

SM-001 SM-001-004 3 4 0,32 10,8 59,7 3,21 

SM-001 SM-001-005 4 5 0,27 18,3 48,9 2,67 

SM-001 SM-001-006 5 6 0,1 1 76,2 4,3 

SM-001 SM-001-007 6 7 0,16 0,41 77,4 4,86 

SM-001 SM-001-008 7 8 0,11 2,47 74,4 4,61 

SM-001 SM-001-009 8 9 0,12 4,05 73,1 3,84 

SM-001 SM-001-010 9 10 0,75 35,2 21,2 1,67 

SM-001 SM-001-011 10 11 1,08 44,2 13,7 0,9 

SM-001 SM-001-012 11 12 0,96 42 15,3 0,98 

SM-001 SM-001-013 12 13 0,79 33 32 1,18 

SM-001 SM-001-014 13 14 1,26 28,9 34,6 3,95 

SM-001 SM-001-015 14 15 2,51 18,3 37,1 15,8 

SM-001 SM-001-016 15 16 2,31 11,3 38,2 24,9 

SM-001 SM-001-017 16 17 2,66 13,7 37,7 19,2 

SM-001 SM-001-018 17 18 2,1 13,2 37,2 18,7 

SM-001 SM-001-019 18 19 2 16,6 35,8 17,8 

SM-001 SM-001-020 19 20 1,31 8,49 41,2 28,1 

SM-002 SM-002-001 0 1 0,16 4,8 69,5 2,66 

SM-002 SM-002-002 1 2 0,09 2,41 75,9 3,93 

SM-002 SM-002-003 2 3 0,07 1,58 73,8 4,15 

SM-002 SM-002-004 3 4 0,14 2,66 72,5 4,85 

SM-002 SM-002-005 4 5 0,09 4,35 72,7 4,03 

SM-002 SM-002-006 5 6 0,11 1,67 76,8 3,84 

SM-002 SM-002-007 6 7 0,09 0 85,8 3,24 

SM-002 SM-002-008 7 8 0,27 19,7 35,3 3 

SM-002 SM-002-009 8 9 0,39 36,5 17,9 2,33 

SM-002 SM-002-010 9 10 0,43 40,2 13,9 1,76 

SM-002 SM-002-011 10 11 0,78 45,9 10,1 0,97 

SM-002 SM-002-012 11 12 1,14 45,3 10,2 0,83 

SM-002 SM-002-013 12 13 1,09 45,7 9,91 0,57 

SM-002 SM-002-014 13 14 1,45 17,4 47,5 9,58 

SM-002 SM-002-015 14 15 1,14 45,6 11,1 0,74 

SM-002 SM-002-016 15 16 1,2 46,1 9,62 0,72 

SM-002 SM-002-017 16 17 1,38 46 10,4 0,56 

SM-002 SM-002-018 17 18 1,44 44,8 13,8 1,06 

SM-002 SM-002-019 18 19 1,39 43,4 13 1,06 
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Nama 

Lubang Bor 

Nama 

Sampel 

Kedalaman 

Awal 

Kedalaman 

Akhir 

Ni 

(%) 

Fe 

(%) 

SiO2 

(%) 

MgO 

(%) 

SM-002 SM-002-020 19 20 2,12 31,7 29,1 3,77 

SM-002 SM-002-021 20 21 2,13 23 32,4 12 

SM-002 SM-002-022 21 22 1,19 45,7 11,2 0,86 

SM-002 SM-002-023 22 23 1,81 17,4 40,7 14,7 

SM-002 SM-002-024 23 24 1,35 7,82 44,8 27 

SM-003 SM-003-001 0 1 0,05 0,69 74,3 3,27 

SM-003 SM-003-002 1 2 0,06 3,18 67 3,24 

SM-003 SM-003-003 2 3 0,09 2,17 65,1 4,21 

SM-003 SM-003-004 3 4 0,08 2,7 66,5 3,22 

SM-003 SM-003-005 4 5 0,1 2,82 66,6 2,84 

SM-003 SM-003-006 5 6 0,31 4,67 64,2 5,77 

SM-003 SM-003-007 6 7 0,12 1,72 68,3 2,93 

SM-003 SM-003-008 7 8 0,1 2,89 64,4 3,15 

SM-003 SM-003-009 8 9 0,19 2,9 64,3 4,29 

SM-003 SM-003-010 9 10 0,09 6,08 52,3 4,49 

SM-003 SM-003-011 10 11 0,08 3,55 51,6 4,81 

SM-003 SM-003-012 11 12 0,09 4,08 52,4 5,26 

SM-003 SM-003-013 12 13 0,62 34,4 18,7 2,14 

SM-003 SM-003-014 13 14 1,08 41,5 13,4 1,68 

SM-003 SM-003-015 14 15 1,14 47,4 7,88 0,19 

SM-003 SM-003-016 15 16 1,13 48 8,29 0,33 

SM-003 SM-003-017 16 17 1,2 47,6 8,39 0,3 

SM-003 SM-003-018 17 18 1,31 46 8,83 0,43 

SM-003 SM-003-019 18 19 1,39 47,9 8,55 0,51 

SM-003 SM-003-020 19 20 1,84 22,9 30,9 11,6 

SM-003 SM-003-021 20 21 1,68 14,8 33,7 16,6 

SM-003 SM-003-022 21 22 1,52 17,8 35,7 12,9 

SM-003 SM-003-023 22 23 1,49 22,6 32,5 8,16 

SM-003 SM-003-024 23 24 1,12 12,2 37,5 17,8 

SM-003 SM-003-025 24 24.5 1,19 13,4 35 19,8 

SM-004 SM-004-001 0 1 0,09 1,95 56,7 2,62 

SM-004 SM-004-002 1 2 0,06 2,1 65,5 3,14 

SM-004 SM-004-003 2 3 0,12 5,63 52 3,29 

SM-004 SM-004-004 3 4 0,07 3,63 54,7 3,48 

SM-004 SM-004-005 4 5 0,08 1,74 73,4 2,98 

SM-004 SM-004-006 5 6 0,09 2,31 70,4 3,08 

SM-004 SM-004-007 6 7 0,09 0,72 83,7 2,87 

SM-004 SM-004-008 7 8 0,13 1,55 76 3,59 

SM-004 SM-004-009 8 9 0,11 1,42 78,9 2,95 

SM-004 SM-004-010 9 10 0,08 6,05 54,9 3,97 
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DATA COLLAR 

Nama 

Lubang Bor 

X 

(m) 

Y 

 (m) 

Z 

(m) 

Kedalaman 

Maksimum (m) 

Arah 

Pemboran 

SM-001 9513350 408225 33 20 LINEAR 

SM-002 9513350 408250 38 24 LINEAR 

SM-003 9513350 408275 40 24,5 LINEAR 

SM-004 9513350 408300 36 21,5 LINEAR 

SM-005 9513350 408325 36 21 LINEAR 

SM-006 9513350 408350 36 20 LINEAR 

SM-007 9513350 408375 35 20 LINEAR 

SM-010 9513330 408250 40 25 LINEAR 

SM-011 9513330 408275 46 25 LINEAR 

SM-012 9513330 408300 42 25 LINEAR 

SM-013 9513330 408325 43 23 LINEAR 

SM-014 9513330 408350 40 22,5 LINEAR 

SM-015 9513330 408375 37 29 LINEAR 

SM-016 9513319 408397 37 27 LINEAR 

SM-018 9513300 408175 32 18 LINEAR 

SM-019 9513300 408200 35 25 LINEAR 

SM-020 9513300 408225 42 25 LINEAR 

SM-021 9513300 408250 48 25 LINEAR 

SM-022 9513300 408275 51 25 LINEAR 

SM-023 9513300 408300 51 25 LINEAR 

SM-030 9513280 408200 33 19 LINEAR 

SM-031 9513280 408225 39 24 LINEAR 

SM-032 9513280 408250 45 25 LINEAR 

SM-033 9513280 408275 48 25 LINEAR 

SM-040 9513250 408200 35 20 LINEAR 

SM-041 9513250 408225 35 24 LINEAR 

SM-043 9513250 408275 44 25 LINEAR 
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DATA SURVEY 

Nama Lubang 

Bor 

Kedalaman 

(m) 

Kemiringan 

(ᵒ) 

Azimut 

(m) 

SM-001 20 -90 0 

SM-002 24 -90 0 

SM-003 24,5 -90 0 

SM-004 21,5 -90 0 

SM-005 21 -90 0 

SM-006 20 -90 0 

SM-007 20 -90 0 

SM-010 25 -90 0 

SM-011 25 -90 0 

SM-012 25 -90 0 

SM-013 23 -90 0 

SM-014 22,5 -90 0 

SM-015 29 -90 0 

SM-016 27 -90 0 

SM-018 18 -90 0 

SM-019 25 -90 0 

SM-020 25 -90 0 

SM-021 25 -90 0 

SM-022 25 -90 0 

SM-023 25 -90 0 

SM-030 19 -90 0 

SM-031 24 -90 0 

SM-032 25 -90 0 

SM-033 25 -90 0 

SM-040 20 -90 0 

SM-041 24 -90 0 

SM-043 25 -90 0 
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