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Preparasi saluran akar dengan Proteper Next 



 
 

53 | P a g e   

 

 

 

 

 

 

 

Aplikasi ekstrak alga coklat ( Sargassum Sp.) 

Aplikasi Aquades 

Aplikasi Kalsium Hidroksida 
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Vickers Hardness Number (VHN) 

Sampel Gigi  premolar di potong secara longitudinal dan 

ditanam di akrilik 
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Confocal  laser scaning microscopy ( CLSM ) 

Gambar Confocal  laser scaning microscopy CLSM  :  A.aplikasi kalsium 

hidroksida B. Akuades C. ekstrak alga (coklat menunjukkan mikroporositas )  

 


