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Lampiran 1: Analytical Report Based Mass systematic sampling 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Analytical Report 

 

Final Report 

          

 Job No : TMK.B01.00346.2024       

 Date received: 19-Feb-24       

 Date reported: 23-Feb-24       

 Client name: PT. FREEPORT INDONESIA      

 Order number: 
PROPER SHIPLOADING SAMPLE A1-
A14     

          

 Sample ID Au1 Au2 Cu Ag AU       

 
SAMPLE A01 17.67 17.08 25.79 82.2 17.38  18.24 18.09 

 
SAMPLE A02 18.24 18.09 25.84 79.1 18.17  18.22 17.59 

 
SAMPLE A03 17.37 17.81 25.72 81.6 17.59  17.60 17.88 

 
SAMPLE A04 18.22 17.59 25.65 82.0 17.91  17.50 17.16 

 
SAMPLE A05 18.08 18.58 25.41 82.8 18.33  17.74 18.13 

 
SAMPLE A06 17.60 17.88 25.52 82.5 17.74  18.32 19.07 

 
SAMPLE A07 18.55 18.76 25.77 83.7 18.66  18.32 17.93 

 
SAMPLE A08 17.50 17.16 25.87 85.4 17.33  17.99 17.98 

 
SAMPLE A09 19.50 19.00 25.91 86.4 19.25    

 
SAMPLE A10 17.74 18.13 25.51 88.0 17.94    

 
SAMPLE A11 18.65 18.02 25.50 89.2 18.34    

 
SAMPLE A12 18.32 19.07 26.00 83.5 18.70    

 
SAMPLE A13 18.26 17.30 25.93 85.6 17.78    

 
SAMPLE A14 18.32 17.93 25.47 91.0 18.13    

 
Average 18.14 18.03 25.71 84.50 18.09    
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Lampiran 2 : Analitical report Of Based Time Systematic sampling 

 

 

 

 

Analytical Report 

 

Final Report 

          

 Job No : TMK.B01.00347.2024       

 Date received: 19-Feb-24       

 Date reported: 23-Feb-24       

 Client name: PT. FREEPORT INDONESIA      

 Order number: PROPER SHIPLOADING SAMPLE B1-B6     

          

 Sample ID Au1 Au2 Cu Ag Au       

 
SAMPLE B01 19.94 20.38 25.37 83.3 20.16    

 
SAMPLE B02 19.75 20.34 25.30 84.4 20.05    

 
SAMPLE B03 18.75 19.04 25.74 85.0 18.90    

 
SAMPLE B04 19.81 20.15 25.76 82.5 19.98    

 
SAMPLE B05 20.78 19.99 25.77 84.8 20.39    

 
SAMPLE B06 19.73 19.78 25.88 82.4 19.76    

 
Avergae 19.79 19.95 25.64 83.73 19.87    
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