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Lampiran 1. Dokumentasi Pemotongan Sampel 
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Lampiran 2.  Pengujian Sifat Akustik 
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Lampiran 3. Pengujian Modulus of Elasticity (MOE) 
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Lampiran 4. Pengujian Sifat Anatomi 
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Lampiran 5. Pengujian Sifat Fisik 
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Lampiran 6. Data pengamatan diameter pori kayu durian 

No d1 x2,5 d2 x2,5 H 

1 29 73 58 145 109 

2 28 70 50 125 98 

3 26 65 45 113 89 

4 29 73 39 98 85 

5 25 63 48 120 91 

6 29 73 62 155 114 

7 26 65 37 93 79 

8 23 58 35 88 73 

9 25 63 50 125 94 

10 28 70 49 123 96 

11 29 73 50 125 99 

12 28 70 48 120 95 

13 29 73 48 120 96 

14 28 70 47 118 94 

15 25 63 38 95 79 

16 26 65 48 120 93 

17 28 70 46 115 93 

18 27 68 39 98 83 

19 30 75 55 138 106 

20 28 70 47 118 94 

21 31 78 51 128 103 

22 27 68 38 95 81 

23 28 70 49 123 96 

24 30 75 49 123 99 

25 28 70 48 120 95 

  
Minimal 

  
73 
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No. d1 x2,5 d2 x2,5 H 

  
Maksimal 

  
114 

  
SD 

  
10 

  
Rata-Rata 

  
93 

Keterangan : d1 = diameter pori arah horizontal; d2 = diameter pori arah vertikal; 

x 2,5 = menggunakan perbesaran 40x pada mikroskop; H = Hasil 

penjumlahan dari d1 dan d2 kemudian dibagi dengan 2 
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Lampiran 7. Data pengamatan diameter pori kayu kemiri 

No d1 x2,5 d2 x2,5 H 

1 35 88 42 105 96 

2 29 73 40 100 86 

3 29 73 33 83 78 

4 30 75 39 98 86 

5 24 60 32 80 70 

6 24 60 35 88 74 

7 28 70 37 93 81 

8 25 63 31 78 70 

9 31 78 41 103 90 

10 32 80 39 98 89 

11 29 73 35 88 80 

12 26 65 34 85 75 

13 23 58 30 75 66 

14 32 80 50 125 103 

15 26 65 36 90 78 

16 26 65 32 80 73 

17 28 70 37 93 81 

18 27 68 35 88 78 

19 29 73 41 103 88 

20 24 60 34 85 73 

21 28 70 37 93 81 

22 27 68 36 90 79 

23 26 65 38 95 80 

24 32 80 42 105 93 

25 32 80 37 93 86 

  Minimal   66 
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No d1 x2,5 d2 x2,5 H 

  Maksimal   103 

  SD   9 

  Rata-Rata   81 

Keterangan : d1 = diameter pori arah horizontal; d2 = diameter pori arah vertikal; 

x 2,5 = menggunakan perbesaran 40x pada mikroskop; H = Hasil 

penjumlahan dari d1 dan d2 kemudian dibagi dengan 2  
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Lampiran 8. Data pengamatan jumlah pori kayu durian 

No Gabungan     Soliter   Jumlah (Per mm2) 

1 0 2 2 

2 0 2 2 

3 0 2 2 

4 0 2 2 

5 0 3 3 

6 1 2 3 

7 1 1 2 

8 0 3 3 

9 0 2 2 

10 0 2 2 

11 1 2 3 

12 2 1 3 

13 2 2 4 

14 0 3 3 

15 0 2 2 

16 1 2 3 

17 0 4 4 

18 0 3 3 

19 1 3 4 

20 0 2 2 

21 0 2 2 

22 0 4 4 

23 2 2 4 

24 0 2 2 

25 0 3 3 

Rata-Rata 0,44 2,32 2,76 
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No Gabungan Soliter Jumlah (Per mm2) 

Minimal 2 

Maksimal 4 

SD 0,78 
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Lampiran 9. Data pengamatan jumlah pori kayu kemiri 

No Gabungan Soliter Jumlah (Per mm2) 

1 1 3 4 

2 0 4 4 

3 0 3 3 

4 0 2 2 

5 0 2 2 

6 0 3 3 

7 2 2 4 

8 0 4 4 

9 0 3 3 

10 0 3 3 

11 0 2 2 

12 0 2 2 

13 0 2 2 

14 1 4 5 

15 1 3 4 

16 0 3 3 

17 0 2 2 

18 0 2 2 

19 0 4 4 

20 0 3 3 

21 0 4 4 

22 0 2 2 

23 0 2 2 

24 1 2 3 

25 0 3 3 

Rata-Rata 0,24 2,76 3 
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No Gabungan Soliter Jumlah (Per mm2) 

Minimal 2 

Maksimal 5 

SD 0,91 
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Lampiran 10. Data pengujian sifat fisik kayu durian 

No. Sampel BKU VKU BKT KA(%) Kr(g/cm
3
)  

D1 3,97 9,04 3,56 11,52 0,44  

D2 4,31 9,12 3,88 11,08 0,47  

D3 4,05 8,65 3,67 10,35 0,47  

D4 4,24 9,3 3,79 11,87 0,46  

D5 3,72 9,35 3,34 11,38 0,40  

D6 3,76 9,48 3,37 11,57 0,40  

D7 3,76 9,21 3,38 11,24 0,41  

D8 3,59 9,52 3,22 11,49 0,38  

D9 4,71 9,26 4,22 11,61 0,51  

D10 4,99 9,35 4,47 11,63 0,53  

D11 4,35 9,35 3,89 11,83 0,47  

D12 4,71 9,39 4,21 11,88 0,50  

D13 3,63 9,3 3,25 11,69 0,39  

D14 3,72 9,39 3,33 11,71 0,40  

D15 3,85 9,29 3,45 11,59 0,41  

D16 3,86 9,34 3,46 11,56 0,41  

D17 4,63 9,39 4,16 11,30 0,49  

D18 4,38 9,3 3,92 11,73 0,47  

D19 4,68 9,3 4,2 11,43 0,50  

D20 4,42 9,05 3,96 11,62 0,49  

D21 4,62 9,5 4,13 11,86 0,49  

D22 4,26 9,45 3,82 11,52 0,45  

D23 4,16 9,27 3,73 11,53 0,45  

D24 3,57 9,3 3,21 11,21 0,38  

D25 4,5 9,53 4,05 11,11 0,47  

D26 4,3 9,41 3,87 11,11 0,46  

D27 4,11 9,58 3,7 11,08 0,43  

D28 4,07 9,48 3,7 10,00 0,43  
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No. Sampel BKU VKU BKT KA(%) Kr(g/cm
3
)  

D29 3,95 9,33 3,58 10,34 0,42  

D30 4,13 9,55 3,75 10,13 0,43  

Minimal 10,00 0,38  

Maksimal 11,88 0,53  

Rata-Rata 11,33 0,45  

SD 0,51 0,04  

Keterangan : BKU = Berat kering udara; VKU = Volume kering udara; BKT = 

Berat kering tanur; KA(%) = Kadar air; Kr = Kerapatan; D1-D30 = Kode 

sampel durian 
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Lampiran 11. Data pengujian sifat fisik kayu kemiri 

No. Sampel BKU VKU BKT KA (%) Kr(g/cm
3
)  

K1 3,43 9,36 3,03 13,20 0,37  

K2 3,22 9,2 2,83 13,78 0,35  

K3 3,06 9,52 2,71 12,92 0,32  

K4 3,13 9,26 2,76 13,41 0,34  

K5 3,47 9,45 3,1 11,94 0,37  

K6 3,37 9,26 3,02 11,59 0,36  

K7 3,47 8,78 3,12 11,22 0,40  

K8 3,36 9,34 3,02 11,26 0,36  

K9 3,1 9,49 2,75 12,73 0,33  

K10 3,69 9,25 3,25 13,54 0,40  

K11 3,37 9,4 3,01 11,96 0,36  

K12 3,29 9,47 2,95 11,53 0,35  

K13 3,87 9,4 3,41 13,49 0,41  

K14 3,18 9,22 2,81 13,17 0,34  

K15 3,26 9,53 2,92 11,64 0,34  

K16 3,34 9,41 2,99 11,71 0,35  

K17 3,25 9,39 2,87 13,24 0,35  

K18 3,36 9,42 2,95 13,90 0,36  

K19 3,19 9,37 2,84 12,32 0,34  

K20 3,27 9,41 2,91 12,37 0,35  

K21 3,41 9,33 3,04 12,17 0,37  

K22 3,31 9,25 2,94 12,59 0,36  

K23 3,23 9,13 2,87 12,54 0,35  

K24 3,24 9,08 2,91 11,34 0,36  

K25 3,68 9,13 3,25 13,23 0,40  

K26 3,55 9,04 3,15 12,70 0,39  
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No. Sampel BKU VKU BKT KA (%) Kr(g/cm
3
)  

K27 3,37 9,19 3,03 11,22 0,37  

K28 3,44 9,34 3,09 11,33 0,37  

K29 3,73 9,39 3,31 12,69 0,40  

K30 3,7 9,27 3,28 12,80 0,40  

Minimal 11,22 0,32  

Maksimal 13,90 0,41  

Rata-Rata 12,45 0,36  

SD 0,84 0,02  

Keterangan : BKU = Berat kering udara; VKU = Volume kering udara; BKT = 

Berat kering tanur; KA(%) = Kadar air; Kr = Kerapatan; D1-D30 = Kode 

sampel durian 
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Lampiran 12. Data pengujian MOE kayu durian 

No 

Sampel 

Lebar 

(cm) 

Tebal 

(cm) 

Jarak 

Sanggah 

(cm) 

∆P/∆Y 
MOE 

(kg/cm
2
) 

D1 2,70 2,66 36 244,21 55.829 

D2 2,48 2,77 36 242,9 53.675 

D3 2,63 2,63 36 247,08 60.107 

D4 2,67 2,65 36 251,46 59.030 

D5 2,68 2,72 36 195,28 42.484 

D6 2,71 2,73 36 286,76 60.742 

D7 2,67 2,67 36 204,09 46.923 

D8 2,70 2,74 36 270,1 56.938 

D9 2,71 2,70 36 319,08 70.084 

D10 2,66 2,72 36 306,74 67.244 

D11 2,75 2,72 36 236,43 49.716 

D12 2,75 2,73 36 321,08 67.334 

D13 2,68 2,64 36 278,26 65.677 

D14 2,69 2,67 36 214,94 49.179 

D15 2,68 2,68 36 245,25 55.328 

D16 2,66 2,68 36 219,24 49.987 

D17 2,66 2,73 36 261,11 56.361 

D18 2,65 2,72 36 240,67 52.607 

D19 2,69 2,66 36 292,54 67.168 

D20 2,64 2,76 36 230,89 48.528 

D21 2,63 2,70 36 227,24 51.038 

D22 2,69 2,71 36 263,04 57.456 

D23 2,74 2,67 36 290,32 65.216 

D24 2,69 2,71 36 243,63 53.000 

D25 2,73 2,72 36 298,56 63.762 
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No 

Sampel 

Lebar 

(cm) 

Tebal 

(cm) 

Jarak 

Sanggah 

(cm) 

∆P/∆Y 
MOE 

(kg/cm
2
) 

D26 2,70 2,78 36 291,72 58.640 

D27 2,65 2,77 36 255,94 53.320 

D28 2,68 2,77 36 279,21 57.034 

D29 2,69 2,69 36 262,84 58.312 

D30 2,75 2,70 36 320,14 68.877 

Minimal 42.484 

Maksimal 68.877 

Rata-Rata 57.387 

SD 7.171 

Keterangan : ∆P = Perubahan beban yang digunakan; ∆Y = Perubahan defleksi 

setiap perubahan beban; MOE (kg/cm
2
) = Modulus of Elasticity; D1-D30 

= Kode sampel durian 
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Lampiran 13. Data pengujian MOE kayu kemiri 

No 

Sampel 

Lebar 

(cm) 

Tebal 

(cm) 

Jarak 

Sanggah 

(cm) 

∆P/∆Y MOE (kg/cm
2
) 

K1 2,63 2,66 36 177,34 41.611 

K2 2,69 2,65 36 165,93 38.580 

K3 2,58 2,66 36 191,89 45.920 

K4 2,65 2,57 36 176,87 46.075 

K5 2,64 2,66 36 154,24 36.175 

K6 2,59 2,64 36 141,44 34.604 

K7 2,63 2,65 36 165,44 39.378 

K8 2,68 2,67 36 173,92 39.897 

K9 2,69 2,62 36 203,5 49.178 

B10 2,59 2,58 36 200,84 52.680 

K11 2,67 2,71 36 166,34 36.313 

K12 2,66 2,70 36 179,96 39.964 

K13 2,58 2,68 36 204,51 47.928 

K14 2,67 2,60 36 148,79 36.879 

K15 2,63 2,69 36 170,07 38.640 

K16 2,76 2,68 36 175,8 38.817 

K17 2,67 2,65 36 180,74 42.690 

K18 2,65 2,59 36 148,95 37.687 

K19 2,70 2,61 36 122,11 29.803 

K20 2,61 2,69 36 178,04 40.685 

K21 2,66 2,67 36 177,55 40.704 

K22 2,65 2,60 36 163,13 40.608 

K23 2,65 2,67 36 136,24 31.682 

K24 2,62 2,69 36 160,74 36.721 

K25 2,66 2,70 36 220,06 49.154 
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No 

Sampel 

Lebar 

(cm) 

Tebal 

(cm) 

Jarak 

Sanggah 

(cm) 

∆P/∆Y MOE (kg/cm
2
) 

K26 2,71 2,64 36 195,66 45.546 

K27 2,64 2,68 36 174,12 40.256 

K28 2,54 2,69 36 176,93 41.640 

K29 2,68 2,67 36 215,21 49.319 

K30 2,68 2,61 36 191,53 46.896 

Minimal 29.803 

Maksimal 49.178 

Rata-Rata 41.201 

SD 5.450 

Keterangan : ∆P = Perubahan beban yang digunakan; ∆Y = Perubahan defleksi 

setiap perubahan beban; MOE (kg/cm
2
) = Modulus of Elasticity; D1-D30 

= Kode sampel durian 
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Lampiran 14. Data pengujian sound damping dan sound absorption 

kayu durian 

Sampel A1 A2 Sound Damping Sound Absorption 

D1 3 2,4 0,036 0,200 

D2 2,6 1,8 0,059 0,308 

D3 5 4 0,036 0,200 

D4 3,6 3,2 0,019 0,111 

D5 3 2,8 0,011 0,067 

D6 3,4 2,6 0,043 0,235 

D7 3,6 2,6 0,052 0,278 

D8 3,4 2,4 0,055 0,294 

D9 3,8 3,2 0,027 0,158 

D10 3,6 3,4 0,009 0,056 

D11 4 3,8 0,008 0,050 

D12 3,8 3 0,038 0,211 

D13 4,4 4,2 0,007 0,045 

D14 3,4 3 0,020 0,118 

D15 4 3,2 0,036 0,200 

D16 3,8 2,6 0,060 0,316 

D17 2,8 2 0,054 0,286 

D18 3,6 2,6 0,052 0,278 

D19 3,6 2,6 0,052 0,278 

D20 3,4 2,8 0,031 0,176 

D21 3,8 3,2 0,027 0,158 

D22 3,8 3,6 0,009 0,053 

D23 3,4 2,8 0,031 0,176 

D24 4,2 3,8 0,016 0,095 

D25 3,8 3,2 0,027 0,158 
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Sampel A1 A2 Sound Damping Sound Absorption 

D26 3,2 1,6 0,110 0,500 

D27 3 2 0,065 0,333 

D28 3,6 3,2 0,019 0,111 

D29 3 2,6 0,023 0,133 

D30 2,6 2,2 0,027 0,154 

Minimal 0,007 0,045 

Maksimal 0,110 0,500 

Rata-Rata 0,035 0,191 

SD 0,022 0,105 

Keterangan : A1 = Tinggi gelombang pertama pada periode pertama; A2 = Tinggi 

gelombang kedua pada periode kedua; D1-D30 = Kode sampel durian 
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Lampiran 15. Data pengujian sound damping dan sound absorption 

kayu kemiri 

Sampel A1 A2 Sound Damping Sound Absorption 

K1 3,6 2,8 0,040 0,222 

K2 2,8 2,6 0,012 0,071 

K3 3,4 3 0,020 0,118 

K4 2,8 2 0,054 0,286 

K5 3,4 3 0,020 0,118 

K6 2,8 2,4 0,025 0,143 

K7 3,2 3 0,010 0,063 

K8 2,8 2 0,054 0,286 

K9 3 1,8 0,081 0,400 

K10 3 2,2 0,049 0,267 

K11 2,4 1,6 0,065 0,333 

K12 3 1,8 0,081 0,400 

K13 3,4 3 0,020 0,118 

K14 2,4 1,4 0,086 0,417 

K15 2,8 2,4 0,025 0,143 

K16 2,4 1,6 0,065 0,333 

K17 3 2,2 0,049 0,267 

K18 2,8 1,6 0,089 0,429 

K19 2,6 2,2 0,027 0,154 

K20 2,8 2 0,054 0,286 

K21 3,4 2,2 0,069 0,353 

K22 3,6 3,2 0,019 0,111 

K23 2,4 2,2 0,014 0,083 

K24 3 2,6 0,023 0,133 

K25 3,2 1,8 0,092 0,438 
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Sampel A1 A2 Sound Damping Sound Absorption 

K26 2,8 1,6 0,089 0,429 

K27 2 1,4 0,057 0,300 

K28 2,4 1,8 0,046 0,250 

K29 2 1,2 0,081 0,400 

K30 2,4 1,8 0,046 0,250 

Minimal 0,010 0,063 

Maksimal 0,092 0,438 

Rata-Rata 0,049 0,253 

SD 0,027 0,123 

Keterangan : A1 = Tinggi gelombang pertama pada periode pertama; A2 = Tinggi 

gelombang kedua pada periode kedua; D1-D30 = Kode sampel durian 
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Lampiran 16. Hasil analisis ragam sound damping 

 

Uji Levine 

untuk 

persamaan 

varians 

Uji T untuk persamaan rata-rata 

  F Sig. T df Sig(2-Tailed) 

Sound 

damping 

Varians yang 

sama 

diasumsikan 

2,269 0,137 -2,121 58 0,038 

 

Varians yang 

sama tidak 

diasumsikan 

  -2,121 56,258 0,038 
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Lampiran 17. Hasil analisis ragam sound absorption 

 

Uji Levine 

untuk 

persamaan 

varians 

Uji T untuk persamaan rata-rata 

  F Sig. T df Sig(2-Tailed) 

Sound 

absorption 

Varians yang 

sama 

diasumsikan 

1,874 0,176 -2,106 58 0,040 

 

Varians yang 

sama tidak 

diasumsikan 

  -2,106 56,597 0,040 
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Lampiran 18. Hasil uji korelasi antara karakteristik dasar kayu dengan 

sound damping dan sound absorption pada kayu durian 

Korelasi 

 Sound Damping Kadar Air 

Sound 

Damping 

Pearson 

Correlation 
1 -.076 

Sig. (2-tailed)  .689 

N 30 30 

Kadar Air 

Pearson 

Correlation 
-.076 1 

Sig. (2-tailed) .689  

N 30 30 

 

Korelasi 

 Sound Absorption Kadar Air 

Sound 

Absorption 

Pearson 

Correlation 
1 -.072 

Sig. (2-tailed)  .705 

N 30 30 

Kadar Air 

Pearson 

Correlation 
-.072 1 

Sig. (2-tailed) .705  

N 30 30 

 

Korelasi  

 Sound Absorption Kerapatan 

Sound 

Absorption 

Pearson 

Correlation 
1 .046 

Sig. (2-tailed)  .810 

N 30 30 

Kerapatan 

Pearson 

Correlation 
.046 1 

Sig. (2-tailed) .810  

N 30 30 
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Korelasi 

 Sound Damping Kerapatan 

Sound 

Damping 

Pearson 

Correlation 
1 .043 

Sig. (2-tailed)  .822 

N 30 30 

Kerapatan 

Pearson 

Correlation 
.043 1 

Sig. (2-tailed) .822  

N 30 30 

 

Korelasi 

 Sound Absorption MOE 

Sound 

Absorption 

Pearson 

Correlation 
1 -.065 

Sig. (2-tailed)  .733 

N 30 30 

MOE 

Pearson 

Correlation 
-.065 1 

Sig. (2-tailed) .733  

N 30 30 

 

Korelasi 

 Sound Damping MOE 

Sound 

Damping 

Pearson 

Correlation 
1 -.066 

Sig. (2-tailed)  .727 

N 30 30 

MOE 

Pearson 

Correlation 
-.066 1 

Sig. (2-tailed) .727  

N 30 30 
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Lampiran 19. Hasil uji korelasi antara karakteristik dasar kayu dengan 

sound damping dan sound absorption pada kayu kemiri 

Korelasi 

 Sound Absorption Kadar Air 

Sound 

Absorption 

Pearson 

Correlation 
1 .156 

Sig. (2-tailed)  .411 

N 30 30 

Kadar Air 

Pearson 

Correlation 
.156 1 

Sig. (2-tailed) .411  

N 30 30 

 

Korelasi 

 Sound Damping Kadar Air 

Sound 

Damping 

Pearson 

Correlation 
1 .168 

Sig. (2-tailed)  .374 

N 30 30 

Kadar Air 

Pearson 

Correlation 
.168 1 

Sig. (2-tailed) .374  

N 30 30 

 

Korelasi 

 Sound Absorption Kerapatan 

Sound 

Absorption 

Pearson 

Correlation 
1 .076 

Sig. (2-tailed)  .690 

N 30 30 

Kerapatan 

Pearson 

Correlation 
.076 1 

Sig. (2-tailed) .690  

N 30 30 
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Korelasi 

 Sound Damping Kerapatan 

Sound 

Damping 

Pearson 

Correlation 
1 .079 

Sig. (2-tailed)  .677 

N 30 30 

Kerapatan 

Pearson 

Correlation 
.079 1 

Sig. (2-tailed) .677  

N 30 30 

 

Korelasi 

 Sound Absorption MOE 

Sound 

Absorption 

Pearson 

Correlation 
1 .360 

Sig. (2-tailed)  .051 

N 30 30 

MOE 

Pearson 

Correlation 
.360 1 

Sig. (2-tailed) .051  

N 30 30 

 

Korelasi 

 Sound Damping MOE 

Sound 

Damping 

Pearson 

Correlation 
1 .350 

Sig. (2-tailed)  .058 

N 30 30 

MOE 

Pearson 

Correlation 
.350 1 

Sig. (2-tailed) .058  

N 30 30 
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